
309.4 - Tape Adhesion Testing (sheet form)

SRM Description Unit of Issue
1810a Linerboard 50 each

- Certified values are normal font
- Non-certified or reference values are italicized
- Non-certified values in parentheses are for information only

This SRM is intended as a uniform source of linerboard for use 
with ASTM Standards D 2860 Standard Test Method for Adhesion 
of Pressure-Sensitive Tape to Fiberboard at 90° Angle and 
Constant Stress, D 3654 Standard Test Method for Holding Power 
of Pressure-Sensitive Tapes, and D 3889 Standard Method for 

PLEASE NOTE: The tables are presented to facilitate comparisons among 
a family of materials to help customers select the best SRM for their 
needs. For specific values and uncertainties, the certificate is the only 
official source.
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