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Supporting Information N°2: Ultrastructure of collagen matrices observed
by scanning electronic microscopy. All matrices exhibiteda fibrillar collagen
network. When the concentration increased, fibril densityraised and some
fibrillar bundles appeared. Bar: 1 µm.
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